PEULZ

s Classification and field of application

4.1 Reference of classification
This classification has been carried out in accordance with EN 13501-1:2007+A1:2009.
4.2 Classification

The product, Xyhlo biofinished treated pine wood, has been classified to its reaction to fire
behaviour as:

The additional classification for the smoke production is:
s3

The additional classification for flaming droplets is:
do

Reaction to fire classification:

B-s3,dO




